BAE 424 Reinforced Concrete
(1)This figure shows a beam-column joint
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(3)Describe Types of bond failure .
(4) what are the Factors influencing Development Length?
(5)Write the basic equation for development of tension bar.

(6)Explain  ANCHORAGE OF TENSION BARS BY HOOKS with diagrams.
(7)Sketch  BAR CUTOFF AND BEND POINTS IN BEAMS.
(8) What are Special Requirements near the Point of Zero Moment?

(9)What are the provisions for structural integrity?
(10) Locate standard cut off and bend point in the following diagram.
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